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The following merchandise was {were) submitted and identified by the client as :

w2

Type ol Product S
Style/ltem No D309 3%, 50,70,
Sample Recerved T 2005/02/23
Testung Date : 2005/702/23 TO 2005/03,07
Test Result
PART NAME NO. ] : SILVER COLORED METAL {(#LEASE REFER TO THE
PHOTO ATTACHED)
T T T i T Result
Test Itemn (s): Unit Method MDL
No.1

Cadmium (Cd) ppm {ICP-AES 2 N.D.
Chromium VI (Cr+6) ppm |(UV-VIS 2 N.D.
Copper (Cu) Yo ICP-AES 0.0002 0.69
Mercury (Hg} ppm  (ICP-AES 2 ND ]
Lead (Pb) ppm |ICP-AES 2 247.3
Tin (Sn) %% ASTM E46-87, - 99.20
NOTE: (1) N.D. = Not detected (<MD}

(2} ppm = mg/ kg

(3) MDL = Method Detection Limit

{4) " - " = No Regulation
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